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L REFRSIRER Tips Quality Final Check list

BRS A
PMT252000 1000p
Catalog Number Specifications
#Hs By
221029-307-D 2025-10-29
Lot Number Expiration Date
o =1 ot =10
2022-10-29 2022-11-01
Manufacture Date Inspection Date
RIRRERER
Inspection Item and Result
$BUOKE RIER
ISR E RiTE Acceptance Level Inspection Result
Inspection Item and Standard 1RI8KF R i B =R kR
Quality Level | Sample Size Ac:Re Result Judgement

FERTTHLS. WR. kBN,

TR, WONEBE, FEE; w% |
{RIENME: GB/T 2828.1-2012

ST
M 7 . . Standard: GB/T2828.1-2012 o
No oil, crack, shrinkage . fF&/Meet criteria &H1%/0K
Appearance HEEKRF: Level II, AQL 1.5

deformation, burrs. The tips is
Sample Level: Level Il, AQL 1.5
smooth, without bending.

With complete packaging.

SHiRieict:

o C=0 10 0:1 58/ Meet criteria A18/0K
Match with pipettor

EEEPRER Liquid residue on the o
188 ] I of the ti C=0 10 0: 1 f5&/Meet criteria &H1&/0K
inner wall of the tip

Function
MiER: 121°C, 20 o8
High temperature performance: N/A
121°C, 20min
e ¥ Samples: - - -
Fo& .
C=0 3 0: 1 FHIMERIRE Positive: +++ A18/0K
Sterilized (SAL=107)
FEMERTER Negative: - - -
EYitae ¥R Samples: - - -
#JR<0.5EU/mL
Biological C=0 3 0: 1 FEMEXTER Positive: +++ E1&/0K
Non-Pyrogenic (<0.5EU/mL) )
Performance FEMEXTER Negative: - - -
&7 Samples: - - -
Fohig .
C=0 3 0: 1 FHIMERIRE Positive: +++ A18/0K
DNase & RNase Free .
FEMERTAR Negative: - - -
EREEHIER -2 y =10
Final Judgement Accept \(g\ﬂ“ !Zhou J@/ 2 Reject
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