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BUE () RERSIREFER Centrifuge Tubes Quality Final Check List

BFS s
CFT925150 15ml
Catalog Number Specifications
#s =gt
230712-058-A 2028-07-12
Lot Number Expiration Date
i T = Ll HRIEA
2023-07-12 2023-07-15
Manufacture Date Inspection Date
HRISIRARER
Inspection Item and Result
FUIKE RISLE R
1RETR A R ARt Acceptance Level Inspection Result
Inspection Item and Standard 18I8IKE By I B @R FIBR
Quality Level | Sample Size Ac:Re Result Judgement
FERITHS. B, KTHIER, T _
o fkiEtnE: GB/T 2828.1-2012
g, BETE
MR Standard: GB/T2828.1-2012
No oil, crack, shrinkage f5&/Meet criteria B1g/0K
Appearance HFEEKFE: Level I, AQL 1.5
deformation,burrs.
Sample Level: Level Il, AQL 1.5
With complete packaging.
BT $8E:20,000xg
Centrifuge test : C=0 10 0: 1 & /Meet criteria E1&/0K
Conical tubes: 20,000xg
BE: +2% Capacity: within +2% C=0 10 0: 1 & /Meet criteria &1&/0K
g fifEig&: 121°C, 20 o5
X8
E ¢ High temperature performance: C=0 10 0: 1 & /Meet criteria &1&/0K
unction
121°C, 20min
FEMR: -80°C, 24 /it -
C=0 10 0: 1 f5&/Meet criteria B1g/0K
Freezable:-80°C, 24hour
JHEREEERE  Ink fastness = 10 0: 1 f5&/Meet criteria B1g/0K
FEMEMIR: Sealability test = 10 0: 1 & /Meet criteria Bi&/0K
FE
N/A
Sterilized(SAL=10-%)
EYitak £ Samples: - - -
#E<0.03EU/mL
Biological ) C=0 3 0: 1 PEMEXTER Positive: +++ H1&/0K
Non-Pyrogenic (<0.03EU/mL)
Performance PEM4EXTER Negative: - - -
_— C=0 ¥£&8 Samples: - - -
D“N & RNace F 3 0: 1 | PEMRIER Positive: +++ | &I&/OK
ase ase Free
— FEI4ERTER Negative: - - -
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Final Judgement e&:t%s, 5;7&{ 0, Reject
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1258 Inspected by S 5 & S ‘ 1% Approved by
%, WHEW 8
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